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TECIINICAL MEMORANDUM X-7320

THE CONCEPT VERIFICATION TESTING OF MATERIALS
SCIENCE PAYLOADS

1. TEST IV

A. Introduction

The Concept Verification Testing (cvT) project at the Marshall Space
Flight Center, Alabama, is a developmental activity that supports Shuttle Pay-
load projects such as Spacelab. It provides an operational 1-g environment for
testing National .eronautics and Space Administration (NASA) and other agency
experiment and support systems concepts that may be used in Shuttle.

Through testing in the General Purpose Laboratory (GPL) simulator,
the program initiates data that either formulate or verify Spacelab-type payload
requirements. It accomplished these objectives by concentrating oil 	 inter-
relationship of areas basic to the Spacelab: experiment integration, subsystem
integration, and man/ system integration.

A dedicated materials science payload was tested in the GPL in Decem-
ber 1974 to assess the requirements of a space processing payload on a Spaeelab
type facility. Physical and functional integration of the experiments into the
fa'iIity was studied, and the impact of the experiments on the facility (and vice
versa) was evaluated. Off-the-shelf equipment was used together with flight
type hardware for comparison. The Principal Investigators (1 31) who had pro-
posed experiments were onboard ancl in a consulting status on the ground. This
provided a means for determining the extent of necessary scientist participation
in flight experiments. A core of characterization equipment for onboard
analysis was provided.

B. General Purpose Laboratory
The GPL (Fig. 1) has a 4.27 in (14 it) external diameter, 4.11 m (13.5

ft) internal diameter, and a length of 7. 32 rn (24 ft). It is furnished with water,





chosen for their applicability to space processing and their probability for actual
flight In the future. These are discussed in the following paragraphs.

1. MSP 100 Characterization - The core of characterization equipment
consisted of polishing and mounting apparatl, etching system, microscope,-
tensile and hardness testers, and an optical analysis system. These prOv!ded
each P1 with the necessary tools for evaluating the progress of her experiment.

2. MSP 101Ajnfl1traLion Sintering - Infiltration sintering is acrom-
pllshed by placing a compact, either in the green state or prosJnterecl, hto
contact with a molten lower melting point material. The molten material will
be drawn up into the compact by a complex capillary action. A current limita-
tion of this process in 1-g is its inability to mw uniformly into complex com-
pacted shapes. This flow distribution is primarily an effect of the wetting of
the materials, the preparation of the compact, and the gravitatJonal field acting
as a drag force on the infiltrant.

The principal objective of this experiment was to characterize the
infiltration height and distribution of molten tin into various metallic powder
compacts. The compact materials were chosen for their wetting and powder
size characteristics.

3. MSJ? IOIB, Liquid Phase Sintering -. Liquid phase sintering is a
process whereby two different powders are mixed, compacted and heated to
the rnoltthg point of one of the constituents. The shape of the resultant ingot
and the relative distribution of the two materials Is a function of the gravita-
tional elivironnient.

Green (unsintered) compacts were sintered in 	 high temperature
furnace. The parameters examined were compaction pressure,  comp act
material, and sintoririg time.

4. MSP 102A, Eutectics .-Magnetic Materials - The eutectic and off-
eutectic compositions of bismuth-manganese were directionally solidified. The
MnBI phase in this material is known to be ferromagnetic, but in its bulk form
it is very susceptible to atmospheric corrosion. When "grown" as a phase in
the Bi-MnBI eutectic, it is not subject to corrosion and yields an alloy of very
high saturation magnetization.

It is the intent of this experiment to determine If lamellar off-eutectic
compositions of Bi-Mn (whh will contain greater amounts of MnBi) can be
solidified under carefully controlled growth conditions. An inherent obstacle
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to achieving the required regular structure is the onset of convection during the
solidification process. With carefully selected growth conditions, the amount of
fluid flow can be controlled and its subsequent influence 011 the alloy substructure
cian be determined. This will Indicate specifically 11 the processing of off-
eutectic materials in the near zero-gravity environment of space, will yield
materials with properties unattainable on Earth.

4. MSP 102B, Eutectics-Optical Materials. The eutectic and off-
eutectic compositions of NaCl matrix is a desirable type of structure either for
use as fiber optics or as a method of ota1n1ng long 1thtrs of an optically trans-
riitt1ng material.

The NaF-NaC1 eutectic has excellent transmission properties In the
infrared, but unfortunately the NaCl phase, which is the IR transmitter, is the
matrix of the eutectic. To obtain a fiber optic type of material, NaF must be
the matrix. To achieve this, an off-eutectic material must be solidified with a
regular structure.

As in MSP 102A, convection is a major obstacle to achieving regular
eutectic structure in an off-eutectic materlal. This experiment will study the
influence of fluid flow on the growth structure to determine if processing halide
off-eutectics in zero-gravity will yield useful materials.

5. MSP 103, Casting. A typical oasting structure has three distinct
zones: chill zone, columnar zone, and equiaxed zone. The proportion of these
zones which comprise the ingot determine, to a large extent, the subsequent
properties of the casting.

A greater understanding 01 casting solidification has been achieved
through the study of metal-model materials (these are transparent organic
materials with entropies 01 melting in the same range as metals). This
experiment will visually observe and photograph the influence of gravity on
casting solidification when the mold is cooled from the top and the sides and
bottom.

6 • MSP 104, Undercooling of Materials Prior to Solidification. Under-
cooling Is the phenomenon by which a molten material cools below Its solidifica-
tion temperature before it freezes. The resultant material is generally very
homogeneous with improved physical properties. To take advantage of this
phenomenon, the factors which inhibit undercooling must be singled out. This
experiment will provide a significant advance toward that goal.
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Parameters which are thought to thfltieiico the degree to which a
material unclercools are (1) Cycling through the melting poinL, (2) hold time
above the melting temperature, (3) holding temperature, (1) fluid perturbaticns
and (5) purity. This experiment will study the effect of these parameters on
the midorcooling of a Ag-5 wV7 Cu alloy.

7. MSP 105, Diffusion Coefrieiont in Glasses. The objective of this
experiment was to investigate the Gu02 • Na20 glass system In the 1-g environ-
ment. The diffusion coefficient of tiiis glass Eystem was studied for sarnpleu
processed at 950*, 060, and 970C. The effect of the gravitational accelera-
tion on the diffusion process was analyzed as a function of diffusion temperature
for a specified length of tirne. This experinient is a predecessor of the zero-
gravity processing of glasses.

8. MSP 106, Oxide Glasses. A polycrystalline oxide glass rod will be
processed in the Arteoro furnace, a furnace especially designed for efficient
high temperature operution. The homogeneity and optical characteristics of the
resultant boulcs are of primary interest. Classes, like most other materials,
are subject to the effect of gravity during processing, Glasses are extremely
viscous In the molten state creating dilierent fluid flow dynanics from that of
molten metais. Again, the driving parameter is the presence of convection
currents.

9. MP 107. 	 and U of Ferrofluids. Forrofluids are a relatively
new invention, the most notable application of which has been in rotating seals
where a magnetic fluid is held in a 'liquid O-ring. This fluid bridges the gap
between a rotary shaft and its housing and is held In place ly the field from a
permanent magnet. These fluids behave as true homogeneous fluids with the
exception of being highly susceptible to magnetic fields. The potential appli-
cations of ferrofluicls are nurnerous.

The magnetic susceptibility of heso fluids facilitates their control and,
thus, makes them especially attractive for use in bearing systems in zero-
gravity. The magnetic hearing proposed for use in CVT is one of several
designs to be used with magnetic fields. It consists of a glass sloeve with a
perntancntly magnetized journal. Features of the bearing system to be Investi-
gated include lubricant positioning, transfer and distribution, field strength
effects, bearing load carrying capacity, and overall feasibility and factors
loading to improved design.
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The second phase of the experiment deals with characterization of
ferrcfluid properties pertinent to lubrication and includes the determination 01
flocculation tendencies, viscosity as a function 01 magnetic flolcl direction, and
wetting ability.

10. MSP 108, Zone Purification. The purpose of this experiment was
to purify three aromatic hydrocarbon organic semiconductors (anthracane,
perylene, and napthalene) using a zone purification tochnlciue. in this process
a zone of molten material Is passed through unpuriflod material. in general,
the Impurities that lower the melting point of the material move with the zone
and those that raise the melting point of the material move against the zone.
Alter a specified number of passes determined by the ratio of zone length to the
total niatcrial length, major type 01 impurities, and the desired purification
level, the ultrapure ma t erial is selected for characterization from an area
between the first two zone lengths and thc ni-1) /2 zone where m Is the nuinbor
of zone points.

Zone purification in zero-gravity appears to bo particularly suited to
organic semiconductors. Well defined temperature profiles in the absence of
convection currents should yicld ultrupuie materials which to date are unattain-
able under 1 -g conditions.

D. Integration of Equipment

In previous materials science experiments In the GPL, the equipment
was moved individually into the facility. Water, power, etc. connections were
then "plumbed" into the Livailable outlets. The dedicated materials science
payload utilized a new concept for Spacelith designs, that of "modules" of skids,
A typical skid is thown in Figure 2. It is 2.74 m (9 ft) long and provides the
following connections: cold water (1), hot water (i), gaseous nitrogen (1),
missile grade air at 200 psia (1), 10 torr vacuum (1)(1) , 0. 1 torr vacuum (1),
29 Vdc, 100 Vac, 220 Vac (1 phase 60 Hz) 120/208 (3 phase, 10() Hz). The
skid is shipped to the experimenters laboratory, The PI mounts the experiment
hardware to the unistrut on the skid and makes the necessary connections to the
facilities. The experiment hardware is then completely checked out in the
laboratory. Once a satisfactory laboratory checkout 13 conir tec[, the skid and
hardware are shipped 1tifl toto to the G1L and are rolled into the facility.
Connections are made between the skid and the facility and a pretest hardware
checkout follows. If this checkout is satisfactory, the payload is ready for
operation.
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TABLE 1. MATERIAL SCIENCE PAYLOAD MAJOR EQUIPMENT HARDWARE

Experiment	 Principal Equipment Hardware

Infiltration Sthterth g 101A Infiltration furnace, mb rob ardnes s
tester, Zeiss microscope, macro-
tome saw, Buehler ni ic roeteher

Liquid Phase Sintering, 102A	 Astro high temperature graphite
furnace, other equipment same as
in 1O1A

Eutcctics-Magnetic Materials, 102A 	 Eutcctio furnace, other equipment
same as in 101A

Euteeics-Optical Materials, 102J3	 McPherson optical system, other
equipment same as in 102A

Casting, 103	 Molds, cyclohexanol camera

Unclercooling of Materials, 104 	 Lindbergh crucible furnace,
Universal testing machine, other
equipment same as in 101A

Diffusbon Coefficient in Glasses, 105 Astro high temperature graphite
furnace and control system

Oxide Glasses, 106	 Artcore furnace with controller

Study and Use of Foi'rofluicis, 107	 Journal bearing, Broolcfield
viscometer

Zone Purification, 108	 Fisher zone purifier for
organics, McPherson optical
system
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Figure S. GPL equipment layout.

Test IV, the dedicated materials science payload, was again plagued by
the vibration problem. An isolation i,acl had been placed in the crew walkway,
but vibrations still travelled through the structure, skids, and experiment
hardware. Levels up to 0. 5 g were measured at the experiment interfaces.
A redesign of the support structure may be necessary.

The high temperature furnaces did not significantly affect the environ-
ment of the GPL. Temperatures of 20 0 to 24°C (GS to 75°F) were maintained.
It should be noted that this GPL 11 had a higher capacity environmental control
system than the GPL 1 used in the previous tests.
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The single most important integration factor for any scientific payload
is the data acquisition, storage and retrieval system. Earlier CVT tests had
not used a common data system for the materials sience experirnents. Inter-
face information to evaluate Spaoelab payload requirements was needed for
space processing payloads and to this and the data system available was tied
into the experiment hardware. During the pretest integration phase s It became
apparent that the needs of this type payload differed considerably from that of
astronomy or biological payloads. Materials processing requires lower data
rates and higher accuracy than was available. Discrete temperature measure-
ments in nonzeroed ranges were required and proved to be almost unattainable.
The data system was disconnected from the experiment systems during the
second day of test. Electrical grounding problems were adversely affecting
experiment data. Strip chart recorders already onboard as part of the experi-
ment hardware were then used exclusively for data acquisition. The data loss
was not extensive enough to obviate the mission experiment objectives.

Although the data system was not used to its fullest extent, the possible
implication of data loss to Spacelab missions was a significant result of CVT
Test TV.

G. P1 -Mission Interaction

Previous singular experiments in materials science in the GPL were
run with and without the P1 being present. During the test period, the experi-
ment emphasis was changed based an concurrent characterization of the pro-
cessed samples. The mission timeline for these experiments changed to reflect
experiment-PI interaction. This did not impact the mission and, in fact, it
afforded an opportunity for the P1 to obtain more data within the mission
schedule.

The concept of onboard PI-mission interaction and onboard characteriza-
tion was utilized in Test TV. A core of laboratory characterization equipment
was assembled by the Pi's for use by the entire scientific crew. The P1 onboard
was able to react dynamically to an experiment to refine and more Inily explore
results during the test week.

Some changes in the mission timeline were made real-time by the P1
without impacting the attainment of scientific objectives. Using this approach,
the maximum amount of scientific information was gleaned from the experiments.

13



The value 01 the well trained scientist crew was er.phasized during Test
IV. Several minor equipment malfunctions occurred during test week that were
repaired onboard by the respective P1. At least two experiments would have
been lost by Day 2 of the mission 11 it had not been for the fact that the crew
was extremely knowledgeable concerning their experiment hardware as well as
the science to be obtained from them.

11. TEST IVA

A. 1 ntroduction

A follow-up test designated CVT Test IVA was conducted in November
1975. The purpose if this test was to repeat Test W experiments with it crew
composed of selected and trained scientists. These personnel were not required
to have prior knowledge 01 the materials science disciplines but were required
to have basic knowledge 0C science and the scientific method.

B. Crew Selection and Training
Eight potential crewpersons were selected from a volunteer complement

employed by NASA/MSFC. The initial screening was completed on a computer,
matching requirements established by the P1 to the qualifications of the appli-
cants. The P1 selected six people for interviews and final selection. The
remaining two candidates were allotted for the mission specialist position.

All six personnel were concurrently trained in multiple sessions by the
P1. The basic scientific background and experiment specifics were given in
approximately three to six sessions. "Hands-on" training with the experiment
hardware in the laboratory was cinphasicd. At the end of the basic training
period, a 1-day simulation run of a mission timeline was made. The six
trainees were assigned to one of two "crews" for the simulation run. The crews
were observed by the P1 in the Experiment Operations Center (EOC) . On the
basis of their performance, the flight and back-up crews were selected (Table 2).
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TABLE 2. TEST 1VA CREWS

FLIGHT CREW

Mission Specialist:	 John R. Levinson, EL03

Payload Spøcthlist

BACK-UP CREW

Donald B. Griner, EC32
Newton 0. Tiller, EH14
James C. Bush, NA51

Mission Specialist:	 George Fl. McKay, ]L32

Payload Specialist:	 William L. Dowell, CP10
Catherine L. Hellmann, EL04
Norman Levine, PD34

C. Mission Performance
The crew performed satisfactorily during Test IVA. Basic experiment

objectives were met within the mission tinioline. 11 was apparent during the
test that training time had been insufficient for the in-depth knowledge required
of a crew member. Extensive communications with the P1 in EOC were required
by the Payload Specialists to evaluate experiment results. This support was
almost continuously available. In a Spacelab mission, loss-of-signal time
during an orbit woulcl have seriously decreased the quantity and quality of data
obtained.

Some equipment malfunctions occurred during Test IVA just as they had
in Mission 1V. Again, communieations with the P1 on the ground remedied
most of tiese difficulties. In one instance the P1 had to go onboard to clarify
an equipment problem. Figures 9 and 10 show the crew of Test IVA inside the
GPL during the test.

The test was considered a success by the PPs. Most experiments
were completed satisfactorily. It is the opinion of the P1 that more data would
be obtained 011 an orbital mission if the P1'5 were the Payload Specialists.
Experiment observation and real-time data evaluation by the P1 could make
the difference between a nominally successful experiment and a scientific
discovery.
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E. Summary and Conclusions

Most of the test and experiment objectives of CVT Test IV wore achieved.
All scientific experiments on board were considered successful by the respective
P1. Electrical Interference caused by ground loops between the experiment
hardware and thethe GPL/data system was eliminated by disconnecting the data
system. The capability for multiple data recording onboard allowed successful
completion of sevra1 critical experiments.

The expe rim enter-fu rni she d off-the -shelf equipment performed  reli ahly
during the mission. P1 familiarity with this equipment enhanced troubleshooting
and repair during the mission with no impact to either mission tinielines or
objectives.

The mission timeline and flight plan were a useful marker for the P1 for
sequencing of experiments and real-time evaluation of the mission status. Time-
line changes made by the P1 during the mission did not adversely affect the
mission in any way.

The experiment-facility integration was accomplished In minimum time,
reflecting a useful concept for rapid turn around uf :pace processing and other
discipline payloads. With the exception of the data system, all interfaces
functioned normally during the test sequence. Crew comments made during
the mission debriefing will be used to modify and refine facility hardware.

CVT test IVA was nominally successful; however, training for Spaeelab
missions will have to be intensified beyond the level maintained for this test.
Simulations with the experiment hardware were found to he the most beneficial
training aids in preparation for the flight.

The CVT program at MSFC is an invaluable step toward cost-otIective
analysis of proposed spaeelab payloads. Facility/ experiment and person/
systems integration can be accomplished with a moderate fidelity simulator.
Success of future missions can be enhanced with direct interaction of the P1
and Mission Specialists. The decade 01 the 1980's may provide through the
Spacelab program the technological advances necessary to improve the
Spaceship Earth.
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